DIN EN 15755-1:2014-10 (E)

Glass in building - Adhesive backed polymeric filmed glass - Part 1: Definitions and

requirements

Contents Page
] =Y T o o 4
0 £ Yo 11T 3 T o O 5
1 S o o o - 6
2 Normative referenCes ... e 6
3 Terms and definitioNs ... s n e e nm e e e e e e s 7
4 Glass SUDSErate ... e e 9
5 Product definitions ..o 10
5.1 7= 4 1= - | 10
5.2 85T o - Tl oo 111 o S 10
5.3 SaAfELY i ————————————— 10
5.4 SECUNLY coiiiiii i 1
541 LT 7= - | P 1
5.4.2 Resistance to manual attack ... s 1
5.4.3 Resistance t0 eXploSiVe PreSSUre ........cccccccririiirrirrrrrsssrrrsrs s ssss s s s s s s s s s s s s s s ssssssssssssssssssssssesesesssssns 1
5.4.4 Resistance to ballistic attack ... ————— 1
5.5 L T =T =] =Y [ 5 T 12
5.6 N 41 e | - | ) SR 12
5.7 D 1= o] = Y= 12
5.8 LOW E@MISSIVILY .ooiiiieiiiiiiiriiii i s s e e e e 12
5.9 Ultraviolet redUCtion ... e an e e 12
5.10 L7 T3 12
6 Determination of the durability of adhesive backed polymeric filmed glass ..........ccccsuueennn. 12
6.1 1Y 7= - | P 12
6.2 Humidity teSt ... s 13
6.2.1 o T e o [ 13
6.2.2 Size and number of test SPECIMENS .........eueeeciiiiiicc s e 13
6.2.3 Preparation of adhesive backed polymeric filmed glass specimens .........ccccccmmririiccciincenns 13
6.2.4 Cleaning of filmed glass SPECIMENS ... mme e e e e s s snnnns 13
6.2.5 Conditioning of test SPECIMENS .......cooiicciiri e s nn e e e nnn 13
6.2.6 Test procedure - Test without condensation ..., 13
6.2.7 VisU@l INSPECLION ...t 13
6.2.8 Determination of adhesion using peel test ... —————— 14
6.2.9 AssesSSMENt Of reSUILS ... e 14
6.2.10 Acceptance Criteria ... e s 14
6.2.11 =53 8= o 14
7 2N o 0T 1= 1 Lo - 15
71 =Y o 1= - | 15
7.2 Detection of defeCtsS .......ccciiiiiiiiiii s 15
7.21 =Y o 1= - | 15
7.2.2 N e T TR 1T/ S ST 15
7.2.3 Daylight illumination ... —————————— 15
7.3 Conditions of examination ... 15
7.31 1Y 3T - | P 15



7.3.2 Glass substrate defects .........ccccciiiiiii e ——————— 17
7.3.3 Adhesive backed polymeric film defects .........ccccovriiiiiiinin i —— 17
7.3.4 Adhesive backed polymeric film installation defects ........ccccocoocmreeeccrrrncccerr e 18
74 Acceptance criteria for adhesive backed polymeric filmed glass defects .......cccccccccmrnnnenn. 19
8 Product information ... ——————— 21
8.1 L 7= 3T 21
Annex A (informative) Guidelines for installation of adhesive backed polymeric film ...........ccccec....c. 22
AA 7= 1T o 22
A.2 Wet 1amiNation ... e e e nmnn e 22
A.21 7= T - 22
A.2.2 L= =T =TI o T o £ S 22
A.2.3 INSEAllAtioN ... 22
A.2.3.1 Prepare for the installation ... e e 22
N0 T N O [ 14 B g U= e | = 4 3V S 23
A.2.3.3 Install the adhesive backed polymeric film to the glazing .......ccccccoriiiciirmrn e 23
A.2.3.4 Squeegee the film - first procedure ... ———- 24
A.2.3.5 Trimthe film ... e e e e e nnnnn 25
A.2.3.6 Finish the squeegee process - second Procedure ...........ccceerriirimnrinnssns s 25
N0 T A o [e 1T L= =Y 1= o 11 T 25
A.2.3.8 Safety films 200 ........coccciiiieiiiiii s 26
A3 Dry installation ... —————— 26
Annex B (informative) Film to glass compatibility and thermal stress ..........ccccoecirrreecerrrcccenvrccseeerneees 27
7] o1 o = ] 1 3/ 28



		2026-06-21T18:58:01+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




