
 

 - 1 -

ISO 7322:2014-10 (E) 
 
 
Composition cork - Test methods 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Apparatus  ........................................................................................................................................ 1 
 
5 Sampling and preparation of test specimens  ............................................................................. 2 
5.1 Sampling  ......................................................................................................................................... 2 
5.2 Preparation of test specimen  ........................................................................................................ 2 
5.3 Conditioning  ................................................................................................................................... 2 
 
6 Tests  ................................................................................................................................................ 3 
6.1 Thickness  ........................................................................................................................................ 3 
6.2 Apparent density  ............................................................................................................................ 3 
6.3 Tensile strength  .............................................................................................................................. 4 
6.4 Compressibility and recovery  ....................................................................................................... 4 
6.5 Resistance to boiling water  ........................................................................................................... 6 
 
7 Test report  ....................................................................................................................................... 6 
 


		2026-04-22T04:10:04+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




