
 

 - 1 -

DIN EN 480-13:2015-08 (E) 
 
 
Admixtures for concrete, mortar and grout - Test methods - Part 13: Reference 
masonry mortar for testing mortar admix tures 
 
 

Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references ..................................................................................................................... 4 
 
3 Constituent materials  ..................................................................................................................... 4 
3.1 Cement  ............................................................................................................................................ 4 
3.2 Sand  ................................................................................................................................................. 4 
3.3 Mixing water  .................................................................................................................................... 5 
 
4 Reference masonry mortar  ........................................................................................................... 5 
 
5 Production of reference mortar with standard consistence  ...................................................... 5 
5.1 Mix proportions  .............................................................................................................................. 5 
5.2 Mixing procedure  ........................................................................................................................... 6 
5.3 Mortar for test after standing  ........................................................................................................ 6 
5.4 Mortar for test after extended mixing  ........................................................................................... 6 
 
6 Calculation of water reduction (air entraining/plasticizing admixtures)  .................................. 6 
 
7 Test report  ....................................................................................................................................... 7 
 


		2026-06-28T09:10:38+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




