DIN EN 12697-35:2016-10 (E)

Bituminous mixtures - Test methods - Part 35: Laboratory mixing

Contents Page
LT e oY== T4 T o] =T o 4
1 £ o o o - OSSR 8
2 NOIrMAtiVe refErEeNCES .......coi i s e e e e mmn s 8
3 Terms, definitions and SYMDOIS .......ccooiiiiicciiiii e e e nmn e e nnan 9
31 Terms and definitioNs ... 9
3.2 SYMDBOIS .o s ane 9
4 T 1 1 o 10
5 N o o 2= = 10 = 10
6 T o= o 1T 10
6.1 MiXiNg teMPErature ..........ooo e 10
6.2 Preparation of aggregate and filler ... s 1
6.3 Preparation of reclaimed asphalt ..o 12
6.4 ad (= o X= 1= 1T T e 1 4 o (= P 13
6.5 T G ' SRS 13
7 IS5 0 (= X o T o 15
Annex A (normative) Asphalt using foamed bitumen ..........cccoviviiiirii e —— 16
A1 =Y =T | 16
A.2 /2N o 0T T -1 {0 16
A.3 Procedure using a laboratory foam generator ............ccccoovimmiiiiicccccecrrer e 16
A.3.1 Preparation of aggregate and filler ... e 16
A.3.2 Preparation of reclaimed asphalt ... 16
A.3.3 Preparation of BiNder ... ———————— 16
A.3.4 DT ' SRS SPPR 17
A.3.5 CoNAItioNING ...ceeiiiiiiii i ———— 17
A4 Procedure using foam bitumen without a laboratory foam generator ..........ccccccviiinrnniinennn. 17
A.41 Preparation of aggregate and filler ..o ———— 17
A4.2 Preparation of reclaimed asphalt ... ———— 17
A4.3 Preparation of DINAEr ........... et e e nnnns 17
A4.4 D] ' 17
A.4.5 L0 o o T 11 1T 411 oV R 18
A.5 Procedure using a wet fraction of aggregate or reclaimed asphalt .............ccccovemmrrrrriiiccinnns 18
A.5.1 Preparation of aggregate and filler ... 18
A.5.2 Preparation of reclaimed asphalt ...........ccoomiiiiiiiinni e ——— 18
A.5.3 Preparation of the wet fraction ... ———————— 18
A.5.4 Preparation of BiNder ... ———————— 18
A.5.5 DT ' 18
A.5.6 CoNAItioNING ...ueeieiiieiii i ————————————— 19
Annex B (normative) Asphalt using bitumen emulsSion ... 20
B.1 =Y 5= | 20
B.2 Procedure 1 with wet partiCles ..........ccocciimiiiiiccccecrrrr e sme e e e s s annns 20
B.2.1 Preparation of aggregate and filler ... s 20



B.2.2 Preparation of reclaimed asphalt ... ——— 20
B.2.3 Preparation of binder (emulSion) ..o ———— 21
B.2.4 13 R 21
B.3 Procedure 2 with dry particles ... ——— 21
B.3.1 Preparation of aggregate and filler ... 21
B.3.2 Preparation of reclaimed asphalt ........ccccoooiiiiiiii e 21
B.3.3 Preparation of binder (emulSion) ... s 21
B.3.4 D3V S 22
Annex C (normative) Preparing mastic asphalt ..........ccccciiriiiiniiic 23
= T0 o [To o = ] 13T/ 24



		2026-05-14T00:12:46+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




