
 

 - 1 -

ISO 17785-1:2016-06 (E) 
 
 
Testing methods for pervious concrete - Part 1: Infiltration rate 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Terms and definitions  .................................................................................................................... 1 
 
3 Symbols  .......................................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 1 
 
5 Apparatus  ........................................................................................................................................ 2 
5.1 General  ............................................................................................................................................ 2 
5.2 Apparatus for making the specimen  ............................................................................................ 2 
5.3 Apparatus for testing infiltration rate  ........................................................................................... 2 
 
6 Sampling  ......................................................................................................................................... 3 
 
7 Procedure  ........................................................................................................................................ 3 
 
8 Calculation  ...................................................................................................................................... 4 
 
9 Test report  ....................................................................................................................................... 4 
 
Bibliography  ..................................................................................................................................................... 6 
 


		2024-05-17T21:46:50+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




