
 

 - 1 -

DIN EN 12274-2:2018-05 (E) 
 
 
Slurry surfacing - Test methods - Part 2: Determination of residual binder content 
including preparation of samples 
 
 

Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references ..................................................................................................................... 4 
 
3 Principle  .......................................................................................................................................... 4 
 
4 Apparatus  ........................................................................................................................................ 4 
4.1 Apparatus used for preparation of samples  ............................................................................... 4 
4.2 Apparatus used for testing  ........................................................................................................... 5 
 
5 Preparation of sample  .................................................................................................................... 5 
 
6 Test procedure  ............................................................................................................................... 5 
 
7 Test report  ....................................................................................................................................... 6 
 
8 Precision  ......................................................................................................................................... 6 
 


		2024-06-03T12:11:02+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




