ISO 17892-10:2018 (E)

Geotechnical investigation and testing — Laboratory testing of soil — Part 10:
Direct shear tests
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Annex A (normative) Calibration, maintenance and checks
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Annex B (informative) Additional calculations for effective strength parameters

General requirements
Environmental conditions
Equipment
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Porous discs
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