
 
 - 1 - 

DIN EN 12697-55:2020-02 (E) 
 
 
Bituminous mixtures  - Test methods - Part 55: Organoleptic assessment of mixtures 
with bitumen emuls ion 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references ..................................................................................................................... 4 
 
3 Terms and definitions  .................................................................................................................... 4 
 
4 Principle  .......................................................................................................................................... 5 
 
5 Equipment  ....................................................................................................................................... 5 
 
6 Test methods  .................................................................................................................................. 5 
6.1 General  ............................................................................................................................................ 5 
6.2 Preparation of the constituents  .................................................................................................... 5 
6.3 Test procedure  ............................................................................................................................... 6 
6.3.1 General  ............................................................................................................................................ 6 
6.3.2 Method A: Coating assessment  .................................................................................................... 6 
6.3.3 Method B: Consistency assessment  ............................................................................................ 7 
6.3.4 Method C: Hydric aspect assessment  ......................................................................................... 7 
 
7 Expression of the results  .............................................................................................................. 7 
 
8 Precision  ......................................................................................................................................... 7 
 
9 Test report  ....................................................................................................................................... 8 
 
Bibliography  ..................................................................................................................................................... 9 
 


		2026-07-06T05:57:20+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




