DIN EN 12504-1:2021-02 (E)

Testing concrete in structures - Part 1: Cored specimens - Taking, examining and
testing in compression (includes Corrigendum :2020)

Contents Page
[T o oY== 4 T8 o] =NV o o S 3
1 5 o o o - SRS 5
2 NOIrmMative refEreNCEeS ... s s s mn e e e s s e nmmr e e e e e s s nmnmnnnns 5
3 Terms and definitioNs ... e 5
4 T T 1o S 5
5 /Y o 0T T -1 U 5
6 TAKING COTES ....uuieeiiiiiiiiiiicisetrr e e e s sssssssssee e e s sa s s s ssme e e e e eessa s s sme e e e e eesaasssanmneeeeeeasassnnnneenssanssssnnnnnnennssnn 6
6.1 =Y =T | 6
6.2 I T o= 11 o o 6
6.3 T ] T3 T SRS 6
6.4 Length Of COres ... 6
6.5 Marking and identification ... ————————— 6
7 L 11 011 T Lo o S 7
71 VisSUAl INSPECLION ... s 7
7.2 Lo T U= o 1= 1 =S 7
8 Preparation Of COreS ... rssss e s s s e e e e s s s smn e e e e e e s sa s s nmmn e e e nesn s nnnmnnnns 7
8.1 =Y =T | 7
8.2 Length/diameter ratios .........cccccciiiiiiiciiiiecrrerr s crserrrr e s e e s s smn e e e e e s s s s smme e e e e e s s s nnnmnnnns 8
8.3 e 1= = 1 Lo = 8
9 ComPression tESt ... ——————————————— 8
9.1 8 o T = 8
9.2 TOSHING ceeeiiieie i ——— 8
10 EXPression of reSUIES ...t csmr e s s s smn e e e e e s s s smme e e e e s mnmnnnes 9
1 L= 5 98 (=T o T 9
12 =Y o2 = oY o 9

Annex A (informative) The effect of aggregate size and core diameter on core specimen strength ...
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