DIN EN 12504-1:2021-02 (E)

Testing concrete in structures - Part 1: Cored specimens - Taking, examining and
testing in compression (includes Corrigendum :2020)
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Annex A (informative) The effect of aggregate size and core diameter on core specimen strength ...
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