ISO 10545-18:2022-03 (E)

Ceramic tiles - Part 18: Determination of light reflectance value (LRV)

Contents Page
[0 =1LV o o iv
1 1S o o o - 1
2 [\ oY 4 F= 1Y =T =3 = (= o = 1
3 BIC=T 4 E3E= T Lo I L= 0 1 4o o K= N 1
4 3T T3 o =SSN 2
5 Y 0 0T = 1 0 =N 2
5.1 Type of INSrUMENE ... ——— 2
5.2 INSErUMENT SELUP ... s e e e e s e e e e e e s s mnmne e 2
5.3 Instrument calibration and standards ... ———————— 2
6 Preparation of test SPECIMENS ... e 3
6.1 85T 0 [T I e Lo T L= IR 4] Y- 3
6.2 Multi-coloured, non-uniform shade, speckled or textured surface tile ........cccccccrrrrrriicciicncnns 3
7 =3 N 3
71 Measurement on solid coloured SUIfaCes ........cccccccciiiiiiiiiemiiirre e rees e e e e e s s mns s neseenes 3
7.2 Measurement on multi-coloured SUIfaCes .........cccviiiiiiiiiiimriiiir e e r e mna e eees 3
7.3 Measurement on non-uniform shade, speckled or textured surface .........cccccecvcmriiiiicnnnniiennn, 4
8 IS5 =1 Yo 4
7] o] To T | o 11/ 6



		2026-06-28T17:57:43+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




