DIN EN 14488-6:2006-09 (E)

Testing sprayed concrete - Part 6: Thickness of concrete on a substrate

Contents Page
[ 0T, o T o 3
1 £ T o - 4
2 NOrMative referenNCeSs ... —————————— 4
3 T T o 4
4 = L0 TT'o T =T 31 4
5 LIS A e =T LU 5
5.1 Marking of POSItioNS ... ———————————————— 5
5.2 Drilling of hol@S OF COreS .......iiiiiiiiiiiiiiir i n s 5
5.3 MEASUIEMENT ... e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e nnnan 5
5.3.1 L (=Y1K oo Lo (=Y o =P 5
5.3.2 [ B 1o [ T=T I oo g Ved = - PP 5
6 1= U 5
7 =Y oo o 6
[ZT1 o7 [T Yo | =T o 17/ 7



		2026-04-28T04:00:10+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




