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Fibrous gypsum plaster casts - Definitions, requirements and test methods
Contents Page
0T =T o 4
L Yo 11T T o 5
1 T o - 6
2 NOIrMAtive refErEeNCES ... s n e mnn e s 7
31 General terms and definitions ..........coo i —————————— 8
3.2 Technical terms and definitions ... 8
4 L0 - L= 1 o7 1o o = 12
41 Categories of production ... ——————— 12
4.2 Product FANGES .......cciiiiiiiiiiii i 12
5 L= o LT =Y 4 L= 0 13
5.1 Fire BERAVIOUL ... s mn e mn e e 13
5.2 Dangerous SUDSLANCES .......cccccciiiiiiiiriirnrrrnrsssrsssssss s s s s s s s s s s s s s s s s s s s s s s s s s s s s s s s s s s s s s e nssssnesesssnsnsnss 13
5.3 IMPACE rESISTANCE ... ———————————— 13
5.4 Protection against NOISE ..o e e nr e nenanan s 13
5.5 Energy economy and heat retention ... 14
5.6 L0 0T 1= ) 0= o 14
5.7 APPEATANCES ......ccccisssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssssnsssssnss 19
5.8 Thickness of the prime layer (fibrous plaster firstings) ........cccccoviiciisni s 20
5.9 Handling frameWorkK ... 20
5.10 Resistance to impact by a hard steel ball and cohesion ..........cccocviimrnni s 20
5.1 MOISTUIrE CONLENL ... e mn e e e e e e e e e e e mnnns 20
5.12 ] o 21
513 ST 0 = LT T= o 1= == 21
5.14 Interior architectural casts or technical function casts - Additional requirements .............. 21
5.15 Units - Additional reqUIiremMents ..........cccoccciiiiiinnr s sssss s 22
6 Test MELNOAS ..o 24
6.1 £ =T 1] o113 T S 24
6.2 Conditioning of SAMPIES ......cciiiiiiiiiiii e ———————— 24
6.3 Checking of the moulding definition of the face .........cccccriimiiriicc 24
6.4 Prime layer thickness checking ........cccoviiiniiiiin 26
6.5 Checking the resistance to impact by a hard steel ball and the cohesion ............ccccenneee 27
6.6 MOISTUIrE CONLENL ... s mn e e e e s e me e e e e mnnns 29
6.7 [0 0 0 T2 LT =T 4 = 29
6.8 Surface hardness MeasUremMeNt ... e 30
6.9 Measurement of the thickness of interior architectural or technical function casts ............ 31
6.10 Unit length measurement ... e an s 32
6.11 Unit width measurement ... ——————————— 32
6.12 Unit thickness measurement ... 33
6.13 Checking of unit angle SQUArENESs .........ccccccerrriiiicsssmerresrsssssssssse e s s sssssssssns s e e s ssssssssmsssssessnsssnnns 34
6.14 Checking of unit face flatness .........cccovvcmiiiiicn i ——————— 35
6.15 Determination of unit mass and checking of mass per unit area ...........cccceevviimmriniiinnnincnen, 38
7 Evaluation of conformity ..o ———— 38
71 =Y T - 38
7.2 Type teStiNG ..covcceie i ——————————— 39



7.3 Factory production control (FPC) ........cccciimiiiinrn s 41

8 Designation of the products ..........cccccciiiii e ——— 42
8.1 Designation of the interior architectural casts and technical function casts ....................... 42
8.2 Designation of the UNits ... ——————— 43
9 Marking, labelling and packaging ........cccccciiiiiiiiiininin s 43
Annex A (informative) Sampling procedure for testing ........cccccciiiiiccciscrirr e 44
Annex B (normative) Design values of thermal conductivity of gypsum plaster ..........ccccoecrrrrrrrnnnneeee 46
Annex C (normative) Factory Production Control (FPC) .........ccccciiiiiminniiinss s 47
Annex ZA (informative) Clauses of this European Standard addressing essential requirements or
other provisions of EU DireCtives ... 52
ZA.1 Scope and characteristics CONCErNed ........... . 52
Product : fibrous gypsum plaster Casts ...........ccccccciiiiiiiicsiseirrririrsssssssrrr e s s sssses e s e s s s s mnnn e e e e s s s s snnnnnes 53
Intended USES : SEE ClaUSE 1 .......eiiiiiiiii 53
ZA.2 Attestation and declaration of conformity of fibrous gypsum plaster casts ...........ccccciiiiciriiiinns 54
4 R 1Y T - | 54
ZA.3 CE marking and 1abelling ... s 58
=] o [T Yo T= T o1 7/ 60



		2026-06-28T14:20:31+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




