
 
 - 1 -

DIN EN 14411:2007-03 (E) 
 
 
Ceramic tiles - Definitions, classification, characteristics and marking 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................4 
 
1 Scope ...............................................................................................................................................5 
 
2 Normative references ....................................................................................................................5 
 
3 Terms and definitions ....................................................................................................................6 
 
4 Classification ..................................................................................................................................8 
4.1 Basis of classification ...................................................................................................................8 
4.2 Methods of manufacture ...............................................................................................................8 
4.3 Water absorption (E) groups .........................................................................................................9 
 
5 Characteristics ...............................................................................................................................9 
 
6 Evaluation of conformity .............................................................................................................11 
6.1 General ..........................................................................................................................................11 
6.2 Initial type testing .........................................................................................................................11 
6.3 Factory production control .........................................................................................................11 
6.3.1 General ..........................................................................................................................................11 
6.3.2 Equipment .....................................................................................................................................12 
6.3.3 Product testing and evaluation ...................................................................................................12 
6.3.4 Inspection and test records ........................................................................................................12 
 
7 Sampling and basis for acceptance ...........................................................................................13 
 
8 Requirements ...............................................................................................................................13 
 
9 Marking and specifications .........................................................................................................14 
 
10 Ordering ........................................................................................................................................14 
 
Annex A (normative) Extruded ceramic tiles 0,5 < E  3 % Group AIb ......................................................16 
 
A.1 Requirements ...............................................................................................................................16 
 
Annex B (normative) Extruded ceramic tiles 3 % < E  6 % Group AIIa -- Part 1 ......................................19 
 
B.1 Requirements ...............................................................................................................................19 
 
Annex C (normative) Extruded ceramic tiles 3 % < E  6 % Group AIIa -- Part 2 ......................................22 
 
C.1 Requirements ...............................................................................................................................22 
 
Annex D (normative) Extruded ceramic tiles 6 % < E  10 % Group AIIb -- Part 1 ...................................25 
 
D.1 Requirements ...............................................................................................................................25 
 
Annex E (normative) Extruded ceramic tiles 6 % < E  10 % Group AIIb -- Part 2 ....................................28 
 
E.1 Requirements ...............................................................................................................................28 
 



 
 - 2 - 

Annex F (normative) Extruded ceramic tiles E > 10 % Group AIII ........................................................... 31 
 
F.1 Requirements ............................................................................................................................... 31 
 
Annex G (normative) Dry-pressed ceramic tiles with low water absorption E  0,5 % Group BIa ......... 34 
 
G.1 Requirements ............................................................................................................................... 34 
 
Annex H (normative) Dry-pressed ceramic tiles with low water absorption 0,5 % < E  3 % Group BIb 

........................................................................................................................................................ 37 
 
H.1 Requirements ............................................................................................................................... 37 
 
Annex J (normative) Dry-pressed ceramic tiles 3 % <<<<E  6 % Group BIIa ......................................... 40 
 
J.1 Requirements ............................................................................................................................... 40 
 
Annex K (normative) Dry-pressed ceramic tiles 6 % < E  10 % Group BIIb ............................................ 43 
 
K.1 Requirements ............................................................................................................................... 43 
 
Annex L (normative) Dry-pressed ceramic tiles E > 10 % Group BIII ...................................................... 46 
 
L.1 Requirements ............................................................................................................................... 46 
 
Annex M (normative) Extruded ceramic tiles with low water absorption E  0,5 % Group AIa .............. 49 
 
M.1 Requirements ............................................................................................................................... 49 
 
Annex N (informative) Classification of glazed tiles for floors according to their abrasion 

resistance ..................................................................................................................................... 52 
 
Annex P (informative) Test methods .......................................................................................................... 53 
 
Annex Q (normative) Additional European requirements on tiles .......................................................... 54 
 
Q.1 General ......................................................................................................................................... 54 
Q.2 Release of cadmium .................................................................................................................... 54 
Q.3 Release of lead ............................................................................................................................. 54 
 
Annex R (informative) Symbols for intended use ..................................................................................... 55 
 
ZA.1 Scope and general ............................................................................................................................... 57 
 
ZA.2 Procedures for the attestation of conformity of products ............................................................... 61 
 
ZA.2.1 Procedures for the attestation of conformity of flooring .............................................................. 61 
 
ZA.2.2 Procedures for the attestation of conformity of wall and ceiling finishes .................................. 61 
 
ZA.3 CE marking and labelling .................................................................................................................... 62 
 
ZA.3.1 CE marking ........................................................................................................................................ 62 
 
ZA.3.2 Examples of reference model for the marking and labelling ....................................................... 63 
 
ZA.4 EC Declaration of conformity ............................................................................................................. 66 
 
Bibliography .................................................................................................................................................. 67 
 


		2024-04-26T09:08:10+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




