
 

 - 1 -

DIN EN 10223-1:2013-02 (E) 
 
 
Steel wire and wire products for fencing and netting - Part 1: Zinc and zinc-alloy 
coated steel barbed wire 
 
 

Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
Introduction  ...................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references  .................................................................................................................... 5 
 
3 Information to be supplied by the purchaser  .............................................................................. 5 
 
4 Manufacture  .................................................................................................................................... 6 
4.1 Base metal  ...................................................................................................................................... 6 
4.2 Fabrication  ...................................................................................................................................... 6 
4.2.1 General  ............................................................................................................................................ 6 
4.2.2 Conventional barbed wire (C)  ....................................................................................................... 6 
4.2.3 Reverse twist type (RT)  ................................................................................................................. 6 
4.2.4 Barbed wire entanglement (BWE)  ................................................................................................ 6 
4.3 Welding  ........................................................................................................................................... 7 
 
5 Requirements  ................................................................................................................................. 7 
 
6 Sampling and testing  ..................................................................................................................... 8 
 
7 Inspection documentation  ............................................................................................................ 8 
 
8 Methods of test  ............................................................................................................................... 8 
8.1 Mechanical  ...................................................................................................................................... 8 
8.2 Dimensions  ..................................................................................................................................... 8 
8.3 Zinc and zinc-alloy coatings  ......................................................................................................... 8 
8.4 Barb spacing  ................................................................................................................................... 8 
 
9 Packaging  ....................................................................................................................................... 9 
 
Annex A (informative) Typical barbed wire formation (other types of barbed wire may be available)  10 
 


		2024-05-10T15:09:39+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




