DIN EN 10223-7:2013-02 (E)

Steel wire and wire products for fencing and netting - Part 7: Steel wire welded
panels for fencing

Contents Page
0= o 3
1 £ o - PSP 4
2 NOIrMAtive refErEeNCEeS ... s s e e mnn e nas 4
3 Terms and definitioNs ... 5
4 Information to be obtained from the purchaser ... 6
5 DESIgNAtioN ....coiiiieiiiiii i ——————— 7
6 T 14 L0 = Lo T 7
6.1 Base Metal ... 7
6.2 FabriCation .......occciieiiiii e 7
7 Yo [T = 4 L= o 7
71 Tensile Strength ... ——————————————— 7
7.2 8T =8 o] 1= - 1 Lo = 8
7.21 o 1 3 T IR = 8
7.2.2 L0 14 1= = T T o == 8
7.3 Mesh dimensions and tOlErancCe ... e e 8
7.4 L0 0T 1 ' - 8
7.41 Zinc and zZinC alloy COAtINGS ....coeveeeieemmmmmmmeieeeiemnnnnnnnnnnnnnnnnnnnssssssssssssssssssssssssssssssssssssssssssssnsssnsnsnnnnn 8
7.4.2 (0] 7o F= T T o3 2o T- 1 {1 ' [ PSS 8
7.5 Weld shear Strength ... s 9
7.6 R ) 11 T 9
8 £ =T 1] o111 T [ PSP 9
9 =TS =30 4 T - 10 =Y L 9
9.1 =T LT (= == 9
9.2 L4 1T 0T 4 £ o 10

9.3 Coating test Methods ... ———————— 10

9.3.1 Zinc or zinc alloy coating of wire before fabrication ..........cc.cccovvmmiiii e, 10

9.3.2 Hot dip zinc or zinc alloy coating by batch process (panels) .......ccccccoiiiicccicecrrenrnnsccsssseeenns 10
9.3.3 Organically coated wire after fabrication ...........cccccccmmii e 10

9.4 Weld shear Strength ... s s 10

9.5 £ ) 11T 11

10 L= 0T =Y o2 4o 1

1 = Lo 1 T 1 ' 1

Annex A (normative) Weld shear strength test method (welded mesh) .........ccccmiiiiiiiiiniicinnians 12
L= T 0] [ e T T =T ] 5/ 14



		2024-05-01T23:16:41+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




