
 

 - 1 -

DIN EN ISO 1797-3:2013-06 (E) 
 
 
Dentistry - Shanks for rotary instruments - Part 3: Shanks made of ceramics (ISO 
1797-3:2013) 
 

Contents Page

Foreword .........................................................................................................................................................................................................................................

1 Scope .................................................................................................................................................................................................................................

2 Normative references ......................................................................................................................................................................................

3	 Terms,	definitions	and	symbols ............................................................................................................................................................
3.1 Terms and definitions .......................................................................................................................................................................
3.2 Symbols and terms ..............................................................................................................................................................................

4	 Classification ............................................................................................................................................................................................................

5 Requirements ..........................................................................................................................................................................................................
5.1 Material .........................................................................................................................................................................................................
5.2 Dimensions .................................................................................................................................................................................................
5.3 Shank cylindricity .................................................................................................................................................................................
5.4 Surface roughness ................................................................................................................................................................................
5.5 Vickers hardness ...................................................................................................................................................................................
5.6 Marking .........................................................................................................................................................................................................

6 Test methods .............................................................................................................................................................................................................
6.1 Shank diameter .......................................................................................................................................................................................
6.2 Other dimensions .................................................................................................................................................................................
6.3 Shank cylindricity .................................................................................................................................................................................
6.4 Surface roughness ................................................................................................................................................................................
6.5 Vickers hardness ...................................................................................................................................................................................

7	 Quality	control ........................................................................................................................................................................................................
7.1 Types of shank .........................................................................................................................................................................................
7.2 Defects ............................................................................................................................................................................................................

Annex A (informative)	Acceptable	quality	levels	(AQL) ................................................................................................................

Bibliography .............................................................................................................................................................................................................................

3
4
4
4
4
5
5
6
6
6
8
8
8
8
9
9
9
9
9
9
9
9
9

10
11


		2026-04-27T03:08:05+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




