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Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
Foreword  .......................................................................................................................................................... 4 
 
Introduction  ...................................................................................................................................................... 5 
 
1 Scope  ............................................................................................................................................... 6 
 
2 Normative references ..................................................................................................................... 6 
 
3 Termsanddefinitions  ...................................................................................................................... 6 
 
4 Requirements  ................................................................................................................................. 7 
4.1 Total fluoride content  ..................................................................................................................... 7 
4.2 Fluoride release potential  .............................................................................................................. 7 
 
5 Sampling  ......................................................................................................................................... 7 
 
6 Measurement and test methods  ................................................................................................... 7 
6.1 Test conditions  ............................................................................................................................... 7 
6.2 Test for total fluoride content  ....................................................................................................... 7 
6.2.1 Chemicals and solutions  ............................................................................................................... 7 
6.2.2 Apparatus  ........................................................................................................................................ 8 
6.2.3 Procedure  ........................................................................................................................................ 8 
6.3 Tests for conformance with "Instructions for use" and "Packaging and labelling"  ............. 10 
 
7 Test report  ..................................................................................................................................... 10 
 
8 Instructions for use  ...................................................................................................................... 10 
 
9 Packaging and marking/labelling  ............................................................................................... 10 
9.1 Packaging  ..................................................................................................................................... 10 
9.2 Marking/labelling  .......................................................................................................................... 10 
 
Annex A (informative)Testforfluoridereleasepotential  .............................................................................. 12 
 
Bibliography  ................................................................................................................................................... 16 
 


		2026-01-17T19:46:43+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




