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Dentistry - Brazing materials (ISO 9333:2022)

Contents Page
EUTOP@AN FOTE@WOIM ...t 4
FOT@WOTM ... 5
1
2
3
4 REQUITEIMIEIIES ...
41 ChemicCal COMPOSTTION .....oooie e
4.1.1 Metallic materials to be joined
4.1.2  Reported COMPOSITION ..ot
4.1.3 Permitted deviation from the reported cOmMpPoOSItion ... 7
4.1.4 Hazardous elements
4.2 Biocompatibility . ...
4.3 Mechanical tensile strength of brazed JOINTS ... 7
4.4 COTTOSION TESISTATICE ..ok
441 Staticimmersion test
4.4.2 Appearance after COrrOSION EXPOSUIE ... 8
4.5 Melting range
Sampling ...
Preparation Of SPECIIMIEINS ...t
6.1 GEIIET AL ..o
6.1.1 Testspecimen
B.1.2  CASTIIE oo
6.1.3  Other METNOMAS ..o
6.1.4 Treatment of specimens......
6.2 Specimens for corrosion testing.....
6.2.1 General ...,
6.2.2 Procedure..........
6.3 Specimens for tensile testing....
0.3. 1 GEIETAL .o
6.3.2  PTOCEAUIE ....oooooe s 5 s
6.3.3  AddItIONAL LESTIME oo
7 Measurement and teSt METOMAS ... 11

7.1 Visual inspection
7.1.1 Specimens

7.1.2  Instruction for use, packaging and labelling ... 11
7.2 Chemical composition
7.3 TEINISTLE TOSTIIIG ..o
7.3 1 APPATATUS oot
7.3.2  TeSt ProCedUIe. ...

7.3.3  Evaluation of the tensile test results
7.4 Corrosion resistance

741  General.......

7.4.2  Analysis...,

7.4.3  MICIOSCOPIC INSPECTION .ot

744 COTTOSION TOST T@POIT . .oooiiiieiiiiiii s
7.5 IVIEIEITIZ TATIZE ..o



8 T@SE T@POT T ...tk 13
9 INSTIUCEION FOT WS ... 13
10 MarKing and IaD@ILING ... 14
10.1 Marking
T0.2 LA O e 14
T0.3  PACKAZINE e 14
Bibliography



		2026-06-06T22:36:51+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




