
 

 - 1 -

ISO 13779-6:2015-01 (E) 
 
 
Implants for surgery - Hydroxyapatite - Part 6: Powders 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Requirements  ................................................................................................................................. 3 
4.1 General  ............................................................................................................................................ 3 
4.2 Calcium to phosphorus molar ratio (Ca/P)  .................................................................................. 3 
4.3 Trace elements  ............................................................................................................................... 3 
4.4 Qualitative and quantitative determination of foreign phases  .................................................. 4 
4.5 Powder morphology  ....................................................................................................................... 5 
4.6 Granulometry  .................................................................................................................................. 5 
4.7 Calcination loss  .............................................................................................................................. 5 
 
5 Manufacturing design requirement  .............................................................................................. 5 
 
6 Certificateofcompliance ................................................................................................................. 5 
 
Annex A (informative) Other possible characterization tests  ..................................................................... 7 
 
Bibliography  ..................................................................................................................................................... 9 
 


		2024-05-03T11:11:50+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




