DIN 1SO 5832-9:2020-07 (E)

Implants for surgery - Metallic materials - Part 9: Wrought high nitrogen stainless
steel (ISO 5832-9:2019)

Contents Page
INALIOMNAL FOT@WOITA ..........oooo e 3
National Annex NA (informative) BiblHOGIrapRy ... 5
FOT@WOIM ..ok 8858858558585 6
IR OQUICTION.......ooooo et es s s 858 7
1
2
3 Terms and definitions
4 Chemical composition
4.1 Test samples.....
4.2 CAST AINALYSIS e
5 IMLICTOSEIUCTUIE............oooooooooeeseeeee e oss s8R
5.1 Grain size
5.2 AbSence Of fOreign PRaSes..... ..ttt 9

5.3 | S5 Tad RUTS (o) 4 W el0) 6 11/=Y o L S0 9

Corrosion resistance

MeEChANICAL PIrOPEITIES. ...ttt 10
7.1 TOSE PLOCES ..o 10
7.2 TEIISTLE TEST .t 10
8 TESTIMMETRIOMS ... 11



		2024-04-25T17:50:04+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




