DIN EN 16436-1:2018-12 (E)

Rubber and plastics hoses, tubing and assemblies for u se with propane and butane
and their mixtures in the vapour phase - Part 1: Hoses and tubings (includes

Amendment A2:2018)

Contents Page
LT e oY== T4 T o] =T o 3
1 5 o o o - SRS 4
2 NOIrMAtiVe refErEeNCEeS .......ooi i e e e mmn e s 4
3 Terms and definitioNs ..o e 5
4 Classification of tubing and hose ..o ——— 5
5 Materials and construction of tubing and hoses ..........ccccccviiiii e ———— 6
6 Dimensions of tubing and hoSes ..o ————— 7
6.1 Inside diameters, wall thicknesses and concentriCity ..........cccccoiiiiiiiiinnccccs s 7
6.2 Measurement Of OVality .......cccccirecirinrcirrrrccrr e e e e smn e e e e s 7
7 Properties of materials for tubing, lining and cover of hoses ........cccccccmiiiiicccccecerer s 7
71 Tensile strength and elongation at break ... 7
7.2 X2 o2 =Y L= =1 =T o I Vo 1= 1 Vo RS 8
7.3 Resistance to N-pentane ... —————— 8
8 Performance requirements of tubing and hoses ..........cccccvmmiii 8
8.1 Visible defects evaluation ... 8
8.2 L0 1= T 7= == 8
8.3 Pressure reqUIreMENtS ........ccccccccciciirrrrssssssssssssssssssssssssssssssssssssssssssssssssssesssssesssnessssnsnsnsnsssssssseseennes 8
8.4 Adhesion iN NOSES ... 9
8.5 Resistance to KiNKIiNG ... s s e 9
8.6 Resistance t0 CrUSNING ... sm s e e e s e mnn e e e e s s nmnmnnnes 9
8.7 Low temperature flexibility .......ccccccieccerccimreiii e 9
8.8 L F=T g T oT o] o =T F- 14 T o L NS 9
8.9 Permeability to Propane ... ———— 9
8.10 RESISTANCE t0 OZONE ....oooiiiirr e e mnn e e e s e s mnn e e e e e e n s s nnnnns 10
8.1 UV (xenon arc [amp) test ... 10
8.12 Loss in mass on heating (for non vulcanized (plastics) materials only) .........ccccoiniinnnnnnenn. 10
8.13 Durability of the marking ..o ————— 10
9 1 T ] 3 T 10
Annex A (normative) Test methods for tubing and hoSes ... s 12
1Annex B (informative) A-deviations" ... nnn 18
[ T0 0 [T =T ] 1)/ 19



		2026-06-29T17:16:59+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




