
 

 - 1 -

DIN EN ISO 8362-4:2011-12 (E) 
 
 
Injection containers and accessories - Part 4: Injection vials made of moulded glass 
(ISO 8362-4:2011) 
 
 

Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
Introduction  ...................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references  .................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 5 
 
4 Dimensions and designation  ........................................................................................................ 6 
4.1 Injection vials for insulin  ............................................................................................................... 6 
4.1.1 Dimensions  ..................................................................................................................................... 6 
4.1.2 Designation  ..................................................................................................................................... 7 
4.2 Injection vials for antibiotics  ......................................................................................................... 7 
4.2.1 Dimensions  ..................................................................................................................................... 7 
4.2.2 Designation  ..................................................................................................................................... 9 
 
5 Material  ............................................................................................................................................ 9 
 
6 Defects, sealing surfaces  .............................................................................................................. 9 
 
7 Performance requirements  ......................................................................................................... 10 
7.1 Hydrolytic resistance  ................................................................................................................... 10 
7.2 Internal pressure resistance  ....................................................................................................... 10 
7.3 Thermal shock resistance  ........................................................................................................... 10 
7.4 Annealing quality  ......................................................................................................................... 10 
 
8 Marking  .......................................................................................................................................... 10 
 
Bibliography  ................................................................................................................................................... 11 
 


		2026-05-11T05:07:59+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




