DIN EN 868-3:2017-05 (E)

Pack aging for terminally sterilized medical devices - Part 3: Paper for use in the
manufacture of paper bags (specified in EN 868-4) and in the manufacture of
pouches and reels (specified in EN 868-5) - Requirements and test methods
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