ISO 10282:2023-02 (E)

Single-use sterile rubber surgical gloves - Specification

Contents Page
[0 =TV o S iv
1 T o o1 1
2 Normative referenCes ... s 1
3 Terms and definitioNS .......cccooiceciiiiic s s e e ne e e e n e 1
4 L0 F= T 1T 1T ) 2
41 €T T - N 2
4.2 == T N 3
4.3 D 7= T o PSS 3
4.4 0T 3
5 1B T 7= = NS 3
6 Sampling and selection of test PIECES ... ————— 4
6.1 SAMPIING i ———— 4
6.2 Selection Of teSt PIECES ....ociiiiiiiicccccrrer e s nm e e e e e s 4
7 =T o LT (=Y 4 =1 0 NS 4
71 T3 0= 3 =] T 3N 4
7.2 WatertightneSS ......coiiiiiiiiiceiri s rsms e s s s e e e e s s s sanm s e e e e e e e s e sammn e e eesan s snmnnneenenaan 5
7.3 Tensile Properties ... ———————— 5
7.31 (€71 4 =T - T 5
7.3.2 Force at break and elongation at break before accelerated ageing ..........ccccoecvciminciinnnicciennn, 5
7.3.3 Force at break and elongation at break after accelerated ageing .........cccocciniiemninninnnnsienenn 5
734 Force required to produce 300 % elongation ... 6
7.4 SEEFITIY coviierei i —————— 6
8 L o 1= T T 'S 6
9 1B T ] 0V PSS 6
9.1 €T T - N 6
9.2 0] 4 L= Gl = T - Ve [ =SSP N 6
9.3 0T = T 1 T T 6
9.4 Multi-unit PACKAGE ..o 7
Annex A (normative) Measurement of dimensions (width, length and thickness) ...........cccceeiniinniiinnnnn, 8
Annex B (normative) Test method for watertightness ..o 9
7] o1 o T | o 1 3/ 1



		2024-06-01T07:57:44+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




