DIN EN ISO 13473-5:2010-04 (E)

Characterization of pavement texture by use of surface profiles - Part 5:
Determination of megatexture (ISO 13473-5:20 09)

Contents Page
[0 =3 T o o 3
L) oo LU T3 T 4
1 £ o - PSS 5
2 Normative refer@nCes ... —————— 5
3 Terms and definitions ..o ———————— 5
4 Significance and use of the megatexture indicators ...........cccovviiiiini 10
5 Measurement and data processing PrinCiples ........ccccociiiiiiiii 12
6 Test surface considerations ..o ——————————— 13
7 L= T LT Yo =T LU T o 4 U= o 13
8 Measurement Method ... ——————————— 14
9 Data ProCESSING .cceiriiiisrriiiisrr iR 16
10 Measurement UNCErtainty ........cccccieimiiniir i ————— 19
1 Safety considerations during measurements ..........cccccciiiircccsmrirr s ———————— 19
12 TESE FEPOIT ... s ssssssssssssssssssssssssssnnnsnnnnnnnnnsnnnnnnn 20
Annex A (informative) Example of test report and graphical presentations ..........ccccceiviicccccccrnnennnnnns 22
Annex B (informative) Measurement uncertainty ..........cccoccvcmiiniicnns 28
Annex C (informative) Profile asymmetry iSSUES ..o 31
=1 o7 [T Yo | = T o 17/ 33



		2024-04-29T15:44:35+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




