DIN ISO 14635-2:2010-01 (E)

Gears - FZG test procedures - Part 2: FZG step load test A10/16, 6R/120 for relative
scuffin g load-carrying capacity of high EP oils (ISO 14635-2:2004)

Contents Page
IV E= 1o T LI o] =TT o 3
o X0 11T T o 5
1 £ o - PSS 6
2 Normative referenCes ... e 6
3 Terms and definitioNs ... 7
4 L= 11 LU= o =Y o 7
5 Brief description of method ... —————— 9
5.1 (€71 0 T=T 1IN o1 ] Tt 1 o - PSP 9
5.2 e =T o =] oY o 9
6 TeSt MALErialS .....ccooiiiiiiiiiir 9
6.1 LI 0 o L= 9
6.2 Cleaning fluid ... ———————————— 9
7 N0 o 2= T = 1 0 9
71 FZG spur-gear teSt g ......ccovviriiiiiiiiinii s 9
7.2 Heating deViCe ... 1
7.3 ReVOIULION COUNLEN .....cooieieie st e e annns 1
7.4 T 1 = 1o 1
8 Preparation of apparatus ..........cccccceiiiecciscmmmiinin s csssrrr e ss e snn e annn e e e e annne 13
9 =53 9 e = L1 13
10 Reporting of reSults ... ————————— 15
Annex A (informative) FZG A10-type gear tooth face changes (flank damages) ..........ccccccciriiiiniiiiinns 16
Annex B (informative) Typical FZG test report sheet ... e 18
Annex C (informative) Checklist for maintenance of FZG gear test rig .......cccccvvccccceerrininncccccceceeenennns 19
=1 o7 [T Yo | = T o 17/ 24
National Annex NA (informative) Bibliography ... 4



		2026-05-12T11:33:27+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




