
 

 - 1 -

DIN EN 764-4:2015-03 (E) 
 
 
Pressure equipment - Part 4: Establishment of technical delivery conditions for 
metallic materials 
 
 

Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references ..................................................................................................................... 5 
 
3 Terms and definitions, symbols and abbreviations  ................................................................... 6 
3.1 Terms and definitions  .................................................................................................................... 6 
3.2 Symbols and abbreviations  .......................................................................................................... 6 
 
4 Types of technical delivery conditions  ........................................................................................ 8 
4.1 Harmonized European Standards for material for pressure equipment  .................................. 8 
4.2 European Approvals for Materials for pressure equipment (EAMs)  ......................................... 8 
4.3 Particular Material Appraisals for pressure equipment (PMAs)  ................................................ 8 
 
5 Content of technical delivery conditions for materials for pressure equipment ..................... 9 
5.1 General  ............................................................................................................................................ 9 
5.2 Requirements  ................................................................................................................................. 9 
5.3 Testing and inspection  ................................................................................................................ 11 
5.4 Marking  .......................................................................................................................................... 12 
 
Annex A (normative) Procedures for the establishment of European Approvals for pressure 

equipment Materials (EAM)  ......................................................................................................... 13 
 
A.1 General  .......................................................................................................................................... 13 
A.2 European Approvals for Materials  .............................................................................................. 13 
A.3 Requirements for the establishment of an EAM  ....................................................................... 13 
A.4 Title scheme and structure of an EAM  ....................................................................................... 14 
 
Annex B (normative) Appraisal schedule for ferritic and martensitic steels  .......................................... 16 
 
B.1 General  .......................................................................................................................................... 16 
B.2 Test procedures  ........................................................................................................................... 16 
B.3 Required testing  ........................................................................................................................... 17 
B.4 Subsequent testing  ...................................................................................................................... 21 
B.5 Collective tests  ............................................................................................................................. 22 
 
Annex C (normative) Appraisal schedule for austenitic and austenitic-ferritic steels  .......................... 24 
 
C.1 General  .......................................................................................................................................... 24 
C.2 Test procedures  ........................................................................................................................... 24 
C.3 Basic testing  ................................................................................................................................. 25 
C.4 Sampling  ....................................................................................................................................... 27 
C.5 Extent of testing  ........................................................................................................................... 27 
 
Annex D (normative) Appraisal schedule for cast steels  .......................................................................... 28 
 
D.1 General  .......................................................................................................................................... 28 
D.2 Test procedures  ........................................................................................................................... 28 
D.3 Basic testing  ................................................................................................................................. 29 
D.4 Sampling  ....................................................................................................................................... 31 



 
 - 2 - 

D.5 Extent of testing  ........................................................................................................................... 31 
 
Annex E (normative) Test programme for welded specimen after stress relief procedure  .................. 33 
 
E.1 Test programme  ........................................................................................................................... 33 
E.2 Position of specimen  .................................................................................................................. 33 
 
Annex F (informative) Example for Particular Material Appraisal (PMA) for steel  ................................. 35 
 
Annex ZA (informative) Relationship between this European Standard and the Essential 

Requirements of EU Directive 97/23/EC on Pressure Equipment  .......................................... 39 
 
Bibliography  .................................................................................................................................................. 40 
 


		2026-07-11T22:12:33+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




