
 
 - 1 -

ISO/TR 24471:2019-11 (E) 
 
 
Brazing - Grouping systems for materials - American materials 
 
 
Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Basisforclassificationofbasemetalsforbrazingqualification  ...................................................... 1 
4.1 Ferrous alloys  ................................................................................................................................. 1 
4.2 Aluminium and alloys  .................................................................................................................... 2 
4.3 Copper and alloys  .......................................................................................................................... 2 
4.4 Nickel and alloys  ............................................................................................................................ 2 
4.5 Titanium and alloys  ........................................................................................................................ 2 
4.6 Zirconium and alloys  ..................................................................................................................... 2 
4.7 Magnesium alloys  .......................................................................................................................... 2 
4.8 Cobalt alloys  ................................................................................................................................... 2 
 
Bibliography  ................................................................................................................................................... 29 
 


		2026-06-16T07:52:22+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




