ISO 25239-5:2020 (E)

Friction stir welding — Aluminium — Part 5: Quality and inspection

requirements
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Inspection and testing personnel
General

Personnel performing non-destructive testing (including visual testing)
Destructive testing personnel
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Suitability of equipment
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Equipment maintenance
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Pre-weld joint preparation and fit-up
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Postweld heat treatment

Inspection and testing

General

Inspection and testing before welding
Inspection and testing during welding
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General

Visual testing

Penetrant inspection
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Annex A

(normative) Imperfections, testing and examination, acceptance levels, and ISO 6520-1
reference number
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