
ISO 15609-3:2004-08 (E)
 
Specification and qualification of welding procedures for metallic materials — 
Welding procedure specification — Part 3: Electron beam welding 
 
 
 

   - 1 -

 
Contents                      page 

Foreword......................................................................................................................................................................v 

1 Scope ..............................................................................................................................................................1 

2 Normative references ....................................................................................................................................1 

3 Terms and definitions ...................................................................................................................................1 

4 Technical content of welding procedure specification (WPS)..................................................................3 
4.1 General............................................................................................................................................................3 
4.2 Welding process ............................................................................................................................................3 
4.3 Related to the manufacturer .........................................................................................................................3
4.4 Equipment used .............................................................................................................................................3 
4.5 Related to the parent materials ....................................................................................................................3 
4.6 Filler or other additional material(s) ............................................................................................................4 
4.7 Joint design....................................................................................................................................................4 
4.8 Joint preparation............................................................................................................................................4 
4.9 Jigs, fixtures and tooling ..............................................................................................................................4 
4.10 Welding position ............................................................................................................................................4 
4.11 Back and/or front support.............................................................................................................................4 
4.12 Magnetism ......................................................................................................................................................4 
4.13 Welding technique.........................................................................................................................................4 
4.14 Welding parameters ......................................................................................................................................4 
4.15 Pre and post weld heating ............................................................................................................................5 
4.16 Operations after welding...............................................................................................................................5 

Annex A (informative)  Example of a Welding Procedure Specification for electron beam welding 
(process 51)....................................................................................................................................................6 

 
 


		2026-06-12T12:01:53+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




