ISO 15614-10:2005-02 (E)

Specification and qualification of welding procedures for metallic materials - Welding
procedure test - Part 10: Hyperb aric dry welding

Contents Page
0T =T o iv
o X0 11T T o v
1 £ o - PSS 1
2 Normative referenCes ... e 1
3 Terms and definitioNs ... 2
4 Preliminary welding procedure specification (PWPS) ........ccccurivmmminiimnnnisns e 2
5 Welding procedure teSt ... s s s 3
6 =553 0 =Y o 3
6.1 7= o = T 3
6.2 Shape and dimensions Of test PIECES ......cccciiiiiccciremriirir e ssn e s nnes 3
6.3 Welding of test PIieCes ..o ————————— 3
7 Examination and testing ........ccccuciiiiniii i ———————_— 4
71 Extent of testing .....cccvviiiiiii e ————————————— 4
7.2 Location and cutting of test sSpecimens .........ccccciiiinn e —————— 4
7.3 Non-destructive testing ........ccccviiiiiii s ————————— 4
7.4 DeStrucCtive teStS ... —————— 4
7.5 RE-1ESTING ... —————————————————————————————————————————— 4
8 Range of qualification .........ccccciiiiiiicccccri e 4
8.1 7= o = T 4
8.2 Related to the ManUfacturer ... e 5
8.3 Related to the parent material ... 5
8.4 Common to all welding Procedures ... 5
8.5 SPECIfIC tO PrOCESSES ...ooiiiiiiiiiciiiii e mmn e s e s e mmn e e e e e s sa s nmn e e e e e s nnnnns 7
8.6 Specific to hyperbaric environment ... ———————————— 7
9 Welding procedure qualification record (WPQR) ........ccoooiiiiiiiiiminniiir e 8



		2026-06-16T22:35:45+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




