ISO/TR 17641-3 :2005-03 (E)

Destructive tests on welds in metallic materials_- Hot cracking tests for weldments_- Arc welding
processes_- Part_3: Externally loaded tests

Contents page
0T =T o \'
1 85T o7 o o1 1
2 NOIrmMative refereNCEeS ..... .. e e e e 1
3 Terms and definitioNs ... 1
4 Symbols, designations and UNILS...........ooooii i 1
5 T 1o 2
6 Description of the tests ... —————— 4
6.1 HOt teNSIIE tESt ... s 4
L 200 T I € 7Y o = - | 4
L T = o = o 4T T 4
6.1.3 Protective atmOSPhere ..........oo i s 5
L T S == ] o X o LN 5
L 00 T T == Y= 1| = 5
6.2 Principles of the Varestraint and Transvarestraint tests..........ccccceeeeeie e 6
(207200 T € 1= 1= - 1IN o] 4 1 (3] o 1 =t 6
(07207 =T o =Y o3 1 4 1= o T - Nt 9
(072 T == B o] o o o 1 Nt 9
L0720 == Q== 1| = 9
6.3 Flat teNSile teSt ... e s 11
L i R € 7Y 4 = - | 1
LR T T o 1= o | 4T 4 T 11
LR T T == ] o Yo LT 12
L == A == 1 ||t 13
7 LI 53 8(=1 oo S 14



		2026-06-12T19:14:16+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




