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pressure - Polyethyl ene (PE) - Part 5: Fitness for purpose of the system 
 
 

Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
Introduction  ...................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references  .................................................................................................................... 5 
 
3 Terms and definitions, symbols and abbreviations  ................................................................... 6 
 
4 Fitness for purpose of the system  ............................................................................................... 6 
4.1 Method of preparation of assemblies for testing  ........................................................................ 6 
4.1.1 General  ............................................................................................................................................ 6 
4.1.2 Butt fusion joints  ............................................................................................................................ 7 
4.1.3 Electrofusion joints  ........................................................................................................................ 7 
4.1.4 Mechanical joints  ........................................................................................................................... 7 
4.2 Requirements for fitness for purpose  .......................................................................................... 7 
4.2.1 General  ............................................................................................................................................ 7 
4.2.2 Fitness for purpose for butt fusion joint ...................................................................................... 8 
4.2.3 Fitness for purpose for electrofusion joints  ............................................................................... 9 
4.2.4 Fitness for purpose of mechanical joints  .................................................................................. 10 
4.3 Conditioning  ................................................................................................................................. 10 
4.4 Requirements  ............................................................................................................................... 10 
4.5 Retest in case of failure at 80 °C  ................................................................................................. 12 
4.6 Testing of coextruded layer pipe  ................................................................................................ 12 
 
Bibliography  ................................................................................................................................................... 13 
 


		2026-07-09T05:08:09+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




