DIN 4925-2:2017-10 (E)

Well screens and casings of unplasticized polyvinylchloride (PVC-U) for tube wells -
Part 2: DN 100 to DN 200 with trapezoidal thread

Contents Page
] =Y T o o 3
1 8T o o1 4
2 Normative referenCes ... 4
3 Dimensions and masses, slot pattern, designation ... 4
31 DIimensionNs and MASSES .......cciiiiiiiiiiiiimiirir s ms s e sams e e s e e s e aamn e e e e s e e s nnmn e e e e 4
3.2 £ o A o T 11 =Y o o S SRRP 8
3.3 DeSIigNation ... r e 8
4 Material (moulding COMPOUNA) ..........iiiiiiiiicccceerrr e sssn e e e e s s s snme e e e e e e s s n s nnnenns 9
5 General reqUIrEMENTES .......ooiiiiiiiiiirr i 9
6 Hygiene reqUIremMENts ... s s 9
7 Threaded JOINt ... ——————————— 9
71 I 1= = T I o e 1 = 9
7.2 D 11 4 =T L= T o o = 1
7.3 DeSigNation ... s 1
8 R T= 1 11
8.1 =Y o 1= - | 11
8.2 [ 11 04 L= L= T o 12
8.3 DESIgNAtioN .....coiiiiiiiirr i 12
[ T] o 1o =T ] 1)/ 13



		2024-05-01T22:42:15+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




