DIN EN ISO 11296-7:2019-11 (E)

Plastics piping systems for renova tion of underground non-pressure drainage and
sewerage networks - Part 7: Lining with spirally-wound pipes (ISO 11296-7:2019)

Contents Page
EUTOPEAI FOT@WOITM ...t 3
FOT@WOTM ...........ooooi e85 5555855858555 4
Introduction
1 Scope
2 Normative references
3 Terms and AeFIMETIOTIS . ............oooiiiiii s 8
4 Symbols and abbreviated TEITS ...t 9
4.1 SYINIDIOLS e 9
4.2 ADDIEVIATEA TEITTIIS ...t 9
5 PIPES QT The “IM” ST ...
5.1 Materials ...
5.2 General characteristics
5.3 Material ChATACTEIISTICS ...t
54 GEOMELIIC CHATACTEIISTICS .o
5.5 Mechanical characteristics
5.6 PhYSiCal CHATACTETISTICS .ooovoovoeeeee st
5.7 JORMBIIIE .
5.8 IVLATKATI e
FIttNGS @t T “IM” STAGE ...t 13
7 ANCIIATY COMPOTICIIES ... 13
Fitness for purpose of the installed lining system at the “I” stage.............cccinn 13
8.1 IMALETTALS ...
8.2 General characteristics...........c........
8.3 Material characteristics................
8.4 Geometric characteristics...........
8.5 Mechanical characteristics
8.6 PhySical CharaCteITSTICS . ...t
8.7 Additional CharaCtEITISTICS . ..o
8.8 Preparation of samples
8.9 AUARESIVES ...t
9 INSEAIIATION PIACTICE .........o e 14
9.1 PreParatiory WOTK ..ot 14
9.2 Storage, handling and transportation of profiled plastics strips and fittings.............cccccce. 14
9.3 B QUUEPITIEIIE .t
9.4 IIUSTATTATEON ..o
9.5 Process-related inSPection and tESTINE ...
9.6 Lining termination ...

9.7 Reconnecting to existing manholes and laterals
9.8 Final inspection and testing
9.9 DIOCUIMENIEATION et

Annex A (normative) Spirally-wound pipe — Test method for watertightness in a deflected

COMMAITTON oot 17

Annex B (informative) Examples of methods for reconnecting and sealing laterals to SWO pipe...20

BIDLEOGTAPIY ..ot 22



		2026-07-12T04:00:35+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




