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DIN EN 14901-1:2020-01 (E) 
 
 
Ductile iron pipes, fitti ngs and accessories - Requirements and test methods for 
organic coatings of duct ile iron fittings and accessories - Part 1: Epoxy coating 
(heavy duty) (includes Amendment A1:2019) 
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