DIN EN 14628-1:2020-09 (E)

Ductile iron pipes, fittings and accessories - Requirements and test methods - Part
1: PE coatings

Contents Page
[T o oY== 4 T8 o] =NV o o S 4
L 0T LU T o) o S 5
1 £ T o o1 6
2 Normative referenCes ... s 6
3 Terms and definitioNs ... s 6
4 (00 1= 414 Yo [T 01 o) 1 4 F= 1 { o o SR 8
41 7= =T | 8
4.2 1 T T - 1 2 Y/ OSSN 8
4.3 Options to be indicated by the PUrChaser ... e 8
5 Technical reqUIremMENtS ... s 9
5.1 ST T = Vo= e o1 T L1 o) o R 9
5.2 Material Properties ... —————————— 9
5.3 Finished polyethylene coating ........ccccccciiiniiiiinii i —————_— 9
5.4 =Y 0 T T 1
5.5 1 T 1 3 T 1
5.6 Peeling strength ... ———— 1
5.7 VLo 0T o T Y= | 1
6 Performance reqUIre@mMEeNts ..........oooiiicciicciinniinisscssssceree s s ssssssssme s e s s s s s s s s ssssmse s e e s essasssnmnenessessnssnnnns 1
6.1 L3 0] o2 Lo =3 1 =1 3T | o SR 1
6.2 Indentation reSiStanCe ... e 12
6.3 Elongation at break ... —————————— 12
6.4 Specific coating resistance ... ———————— 13
6.5 (== T = e 1= ' 13
6.6 I T 41 =T 1= ' 13
7 TeSt MEthOAS ... 13
71 Peel resistance of the adhesive ... e 13
7.2 L0 o T 1] T T 12 10 1= 15
7.3 [NV o T Yo T Y- 1 47/ S 15
7.4 14 0] o2 Lo =3 1 =1 3T | o SR 15
7.5 Indentation resisStance ... ———————— 16
7.6 Elongation at break ... —————————— 16
7.7 Specific coating resistance ... ———————— 16
7.8 L (== T A= e 1= o ' 17
7.9 I T 41 =T =1 ' 17
Annex A(informative) Quality @SSUIANCE .........cccviiriniminiimir s 18
A1 =Y 5= | 18
A.2 Performance test ... ——————— 20
A.3 Quality asSeSSMEeNt SYStEM ... s 20
Annex B(informative) Application ProCess .........ccccviiiiiiiiiiinn i ————— 21



B.1 €= 0 1= - | 21

B.2 Tubular extrusion Method ... 21
B.3 Flat die wrapping extrusion method .............c s 22
Annex C(informative) Coating material ..........cccovreeiriicecir e e s e 23
CcA1 L= 5 =T T R 23
C.2 e Y= {04 L= o =SS 23
C.3 o | 4T 23
= T0 o [T o - o /N 24



		2026-07-01T21:50:06+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




