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DIN EN ISO 13267:2023-09 (E) 
 
 
Thermoplastics piping systems for non-pressure underground drainage and 
sewerage - Thermoplastics inspection chamber and manhole bases - Test methods 
for buckling resistance (ISO 13267:2022) 
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