DIN EN 12873-3:2006-06 (E)

Influence of materials on water intended for human consumption - Influence due to
migration - Part 3: Tes t method for ion exchange and adsorbent resins

Contents Page
0T =T o 3
o X0 11T T o 4
1 £ o - PSS 5
2 Terms and definitioNs ... 5
3 e T T 1 o 6
4 REAGENTES ..ottt 6
4.1 =Y o = T 6
4.2 Cleaning liquids fOr glaSSWare ...........cccccccceiiriiiiiiccssserrre s sssssse s e s s sssmne e e e e e e ss s s amn e e e e essssnnnns 6
5 APPAFALUS ..o s n s nnnnnnnnnnnnn 7
6 TESt SAMPIES ... s ssssssssssssssssssssssssssssssssnsnnnsnnnnnnnnnnnnn 7
7 Pretreatment of test SAMPIES ... —————— 7
8 =53 8 oo /= [T - 7
8.1 L= T - 7
8.2 Preparation of leachate sample ... 8
8.3 Procedural BIaNKS ... 8
8.4 =1 T 8
9 Calculation of test reSUILS ..o 9
10 TESE FEPOIT ... s s s sssssssssssssssnssssssssnsnnnsnnnsnnnnnnnnnnnnn 9
Annex A (informative) Flow diagram ..o 1
Annex B (informative) Test apparatus ..........cccccivmiiiiinr e ——————— 12
Annex C (informative) Resin pre-treatment ... e s 13



		2026-06-28T09:42:23+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




