DIN EN ISO 5774:2008-06 (E)

Plastics hoses - Textile-reinforced types for compressed-air applications -
Specification (ISO 5774:2006)

Contents Page
0= o 3
L X0 11T T o 4
1 £ o - PSS 5
2 Normative referenCes ... e 5
3 Terms and definitioNs ... 6
4 L0 - L= 1 o7 1 o o S 6
5 Couplings and end fittings .......cccccviiiciiiiirii e e 6
6 Materials and CONSEIUCLION .........coiiiiii 6
7 Dimensions and tolerancCes ..o ————————————————— 6
71 Inside diameter, tolerances and minimum wall thickness ........ccccccciiiiiiireccci e 6
7.2 CONCENIICILY .eueeiiiiiiiiiiirr 7
7.3 Tolerances on IeNgth ... ——————————— 7
8 L )Y T L= LI T o Y= o = 8
8.1 g = T3 o2 2 4T o1 1] 4 o L= 8
8.1.1 Tensile strength and elongation at break of lining and cover ............cccoovrmrmrireiiccccccceeceneeeeen, 8
8.1.2 ReSiStance t0 @geiNg .....cccciiiiiiiiiiiiiiiiir i ————————————— 8
8.1.3 o =TT I 4 T T oY T 4 1= 1T T 8
8.14 Resistance t0 lIQUIAS ......ccccciiiiiiiiiiiiriirrr s s 8
8.1.5 L Y0 L o] =T L= =T 8
8.2 Performance requirements on finished hOSEes ..........coocccciriiii s e 9
8.21 Hydrostatic reqUIirements ..o ——— 9
8.2.2 Ve |3 == T o 9
8.2.3 Exposure to @ Xenon arc lamp ... 9
8.24 Bending test ... ———————————— 10
8.2.5 Low-temperature flexibility .........cccoomiiimii e —————— 10
9 Ll (=T [ T=T 0 Lo VA o L=T] ] T 10
10 1= ] R 1

1 Recommendations for packaging and Storage .........cccccvcccvcmminniinscccsseee s 1

12 B IC=S3 0 =Y o X o Y o 1

Annex A (normative) Hydrolysis test ... 12
Annex B (normative) Type approval and routine tests ... 14
Annex C (informative) Production acceptance tests ..........cccccciiiiiiiiicciieemrien e smne e e e 15
Annex D (informative) Couplings and end fittings ..........ccccoirmiiiiiccccccecrrr e 16
=] o] o |- o 1 17/ 17



		2026-06-01T12:32:18+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




