ISO 283:2015-11 (E)

Textile conveyor belts - Full thickness tensile strength, elongation at break and
elongation at the reference load - Test method

Contents

[0 =T o
1 8T o o1
2 Normative referenCes ...
3 TermsanddefinitioNs ... s
4 ] e o
5 Y o 0T T 1 U =
6 IS5 8 o (=Y o =SOSR
6.1 Shape and diMENSIONS ... ———————
6.2 Method of selection of test pieces ... ——————
6.3 Preparation of test PieCes ... ————
6.4 Number of teSt PIECES ...
6.5 Conditioning of test PIECES ........ccviiiiriii e —————————
7 T o= o 1
8 Calculation and expression of reSults .........ccccccccciciiiiiirccccrerr e
8.1 Tensile StreNGth ... e m e e e e e e e e annnenns
8.2 [ Lo Ve F= 1 4o I PSS
8.21 Elongation at break ... ———————
8.2.2 Elongation at reference force (see 3.5) .....cccciiiiiiriiiii e ———————
9 IS5 0 (= X o Y o T
BibliOGrapRy ...cciiceiiiiiiii i



		2026-05-12T19:25:12+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




