ISO 20029-2:2017-11 (E)

Plastics - Thermoplastic polyester/ester and polyether/ester elastomers for moulding
and extrusion - Part 2: Preparation of test specimens and determination of properties

Contents Page
0T =T o iv
0 £ Yo 11T 3 T o O \'
1 S o o o - 1
2 Normative referenCes ... e 1
3 BT 4 3= 1 Lo Lo 1= 3 T 4 T Y 3
4 Preparation of test SPECIMENS ... s e 3
4.1 Treatment of the material before Moulding ..........ooc oo 3
4.2 LY=o o T I8 44 Lo T U] e 114V RS 4
5 Conditioning of test SPECIMENS .......coiiiciiiiicir e —————— 4
6 Determination of Properties ... 4
6.1 =TT - N 4
6.2 Shore D hardneSs 25 ...t s e e n e e e e nnmn e e e e e s 6
6.2.1 Standard properties and test conditions .........ccccoiiicccicn e ———— 6
6.2.2 Special properties and test conditions ..o —————— 7
6.3 25 <Shore D hardness B5 .........cooccociiiiiisiriirrr e s mn s s e e s e e 8
6.3.1 Standard properties and test cCONditions .........cccceiiiccciccrii e ———— 8
6.3.2 Special properties and test conditions .........cccccciiiiiccccii e ————————— 9
6.4 Shore D hardnesSs > B5 ......ocooiiiiiiiiiirrr e sss s s s s s mnr e e e s s s smn e e e e e e s s n s nane e e ensnnnnn 1
6.4.1 Standard properties and test conditions ............ccccciiirii e ———— 11
6.4.2 Special properties and test conditions ... ——— 12
Annex A (informative) Determination of tensile properties ........ccccoiicmiiniicsi 14
7] o1 o =T ] 1/ 17



		2026-06-26T11:16:10+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




