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DIN EN ISO 10619-2:2018-05 (E) 
 
 
Rubber and plastics hoses and tubing - Measurement of flexibility and s tiffness - 
Part 2: Bending tests at sub-ambient temperatures (ISO 10619-2:2017) 
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