DIN EN ISO 20029-2:2018-11 (E)

Plastics - Thermoplastic polyester/ester and polyether/ester elastomers for mouldin g
and extrusion - Part 2: Preparation of test specimen and determination of properties
(1ISO 20029-2:2017)

Contents Page
EUTOP@AN FOT@WOTM .........cccoeieceses s 3
FOT@WOTM .......coccc e 4
Introduction
1
2
3
4 Preparation Of teST SPECIIMIEIIS. ...t 8
4.1  Treatment of the material before moulding .. 8
4.2 INJECEION TMOULAIIG .o 9
Conditioning Of teST SPECIIMEINS ... 9
6 Determination Of PIrOPEITIES. ... 9
6.1 General ...
6.2 Shore D hardness < 25
6.2.1  Standard properties and test CONAILIONS ... 11
6.2.2  Special properties and test CONAITIONS ... 12
6.3 25 < Shore D hardness < 65
6.3.1  Standard properties and test CONAItIONS ...
6.3.2  Special properties and test CONAITIONS ...
6.4 Shore D hardness > 65.......cse e
6.4.1  Standard properties and test conditions...
6.4.2  Special properties and test conditions........
Annex A (informative) Determination of tensile properties ...
BIDLEOZTAPIY . ... 22



		2024-05-17T01:30:53+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




