DIN EN 856:2026-08 (E)

Rubber hoses and hose assemblies - Rubber-covered spiral wire reinforced
hydraulic type - Specification

Contents Page
EUropean fOr@WORId ............ueeeiiiiiiiiicccesiiri s ss s srssse e e e s e s s s s s s s e e e s e s sa s s ams s e e e essas s amn s e e eeeseassssnmnnnnenessnsssnnnennssanan 3
1 £ o o o - SRS 4
2 NOIrMAtiVe refEreNCES .......coi i s e e s e e mmn s 4
3 Terms and definitioNs ... nas 4
4 TYPES Of NOSE ...t ane 5
5 Materials and CONSLrUCLION ... s 5
51 i o L= 5
5.2 [ Lo LT T3 =1 4 0] o= 5
6 [ 11 3011 4 £ o o 1= 5
6.1 [DIF= 104 L= (= (=T o B e g Lo =Y o 4o T 1 S 5
6.2 0= Vo | o PSS 8
6.2.1 0T = 8
6.2.2 L Lo =T =T Eo1 1 41 ] 1= S 8
7 L= o LT =Y 04 L= 0 S 9
71 Hydrostatic reqUIrements ... ————— 9
7.2 Minimum bend radius ... s 10
7.3 Impulse test reqUIreMENtSs ... ————————— 10
74 Leakage of hose aSSEMDbIIES ........cccceceieriricierinnsie e mre s ss e me e e 10
7.5 Low temperature flexibility ... s 1
7.6 Adhesion between COMPONENES ........ccciiiiiiiiiiiisiirrr s ssss e s s s snne e e e e e e s s s s sannnnes 1
7.7 ADrasion reSiStanCe .........ccccciiiiiriiiiirr e nn e an 11
7.8 Fluid reSiStancCe ........coocciiiiiiiiie it 11
7.81 LIS 0 < =T o= 1
7.8.2 L0 1] =TT 3 - T T 1
7.8.3 Water based fluid resistance ... 1
7.8.4 L 4T T =T g ==Y =3 - 1 Lo 12
7.9 L0 7o T =Ty 1= Ty o 12
8 DeSignation ... e 12
9 [ =Te (0T 4 Loy Vo) =3 1] 4V 12
10 1 T ] 3 RSP 12
10.1 o Lo =P 12
10.2 L Lo oL T 11 13 1= 13
Annex A (normative) Test frequency for type tests and routine tests .........cccccvvmriiiicncicenes 14
[ T] o 1o =T ] 1 )/ 16



		2026-08-20T15:25:02+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




