
 

 - 1 -

DIN EN 325:2012-06 (E) 
 
 
Wood-based panels - Determination of dimenions of test pieces 
 
 

Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references  .................................................................................................................... 4 
 
3 Principles  ........................................................................................................................................ 4 
 
4 Apparatus  ........................................................................................................................................ 4 
4.1 Instrument for thickness measurement  ....................................................................................... 4 
4.2 Instrument for length and width measurement  ........................................................................... 4 
 
5 Test pieces  ...................................................................................................................................... 4 
5.1 Sampling and cutting  ..................................................................................................................... 4 
5.2 Dimensions  ..................................................................................................................................... 4 
5.3 Conditioning  ................................................................................................................................... 4 
 
6 Procedure  ........................................................................................................................................ 5 
6.1 Measuring points  ............................................................................................................................ 5 
6.2 Thickness measurement  ............................................................................................................... 5 
6.3 Length and width measurement  ................................................................................................... 5 
 
7 Test report  ....................................................................................................................................... 5 
 
Bibliography  ..................................................................................................................................................... 6 
 


		2026-04-21T23:46:41+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




