DIN EN 13442:2013-05 (E)

Wood flooring and wood panelling and cladding - Determination of the resistance to
chemical agents

Contents Page
0= o 3
o X0 11T T o 4
1 £ o - S 5
2 Normative referenCes ... 5
3 Terms and definitioNs ... 5
4 T T 1 o1 5
5 Test pieces and teSt SPECIMENS ... nnnnn 5
5.1 D 1] 4 Lo =TT 4 5
5.2 £ =T 1] o111 T [ PSP 6
6 Equipment and materials ... 6
6.1 N0 o 2= 1= 10 = 6
6.2 Test @QUIPMENT ... .. r e am e e nmn e e e e s e nmnne e e e e eaanan 7
6.3 Chemical agents ... ——————————— 7
7 oY o= o L] PP 9
71 Test pieces and test SPECIMEN ... e 9
7.2 L0 3 T=T LT 1 = 9
8 Examination of the test PI€Ce ... 9
8.1 L 1] Vo T o o T [ 9
8.2 T o= T 10
9 EXPression of reSUILS ... e 10
9.1 FOr each test area ... ———————— 10
9.2 For each test agent ... ————————— 10
9.3 FOr the Whole test ... s e 10
10 TESE FEPONT ... s s sssssssssssssssssssssssssssssnnnsnsnsnnnnnsnnnnnnn 10
Annex A (informative) Direct light SOUICE .........oi i ssrr e sssnr e e s s e e e e snnann 12
=1 o7 [T Yo | = T o 137/ 13



		2026-05-11T17:47:56+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




