ISO 24334:2019-07 (E)

Laminate floor coverings - Determination of locking strength for mechanically
assembled panels

Contents Page
[0 T o o iv
1 5 o o o - SR 1
2 NOIrmMative refereNCEeS ........cc i n e s mn e e e s s e nmme e e e e e s e nmnmnnnes 1
3 Terms and definitioNs ... 1
4 T T 1o S 1
5 /Y o X T -1 U 1
6 Sampling and conditioning of PAnels ... ———— 2
7 B IC5T3 11 T RS SR 2
71 Cutting of the short panel sides ... —————— 2
7.2 Cutting of the long panel Sides ... ——— 3
7.3 Assembling of test SPECIMENS ... ———————— 4
7.31 Assembling of short side SPeCIMENS ...t ————— 4
7.3.2 Assembling of long side SPECIMENS ........cccciiiiiiriiniiir i ———— 5
74 TeNSile teSHING ..o 6
7.41 (7= 1= - 1 Y 6
7.4.2 e (=Y o 2= T = 1 £ ] o 6
7.4.3 oo =T [ N 6
8 =Y o =1 1) e SRS 7
9 EXpression of results ... ———— 7
10 IS5 = Yo Y 7



		2026-04-29T17:09:17+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




