
 
 - 1 -

ISO 21629-2:2022-08 (E) 
 
 
Bamboo floorings - Part 2: Outdoor use 
 
 
Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Terms and definitions  .................................................................................................................... 1 
 
4 Requirements  ................................................................................................................................. 3 
4.1 Appearance requirements  ............................................................................................................. 3 
4.2 Dimension requirements  ............................................................................................................... 3 
4.3 Property requirements  ................................................................................................................... 4 
4.3.1 Physical and mechanical requirements  ....................................................................................... 4 
4.3.2 Other declarations at the time of the first delivery  ..................................................................... 5 
 
5 Test samples  ................................................................................................................................... 5 
5.1 Sampling  ......................................................................................................................................... 5 
5.2 Dimensions and quantity  .............................................................................................................. 6 
5.2.1 Laminated bamboo flooring  .......................................................................................................... 6 
5.2.2 Bamboo scrimber flooring  ............................................................................................................ 7 
 
6 Handling, storage, packaging and marking  ................................................................................ 9 
6.1 Handling, storage and packaging  ................................................................................................. 9 
6.2 Marking  ............................................................................................................................................ 9 
 
Annex A (normative) Determination of moisture content  ......................................................................... 10 
 
Annex B (normative) Test method of thickness and width swelling  ....................................................... 11 
 
Annex C (normative) Test method of bonding quality  .............................................................................. 13 
 
Bibliography  ................................................................................................................................................... 14 
 


		2024-04-26T13:21:08+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




